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#15(MODEL): WB-LYP40AHA
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THUNDER SKY WINSTON RARE EARTH LITHIUM ION BATTERY SPECIFICATION
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Nominal Capacity

THBE

Operation Voltage

LN

RAMEER

BI5% (MODEL)

Internal resistance

WB-LYP40AHA

RL 115mm

47mm

BEW

sH 183mm
HE
Discharge 2.8(V)

<0.7(mQ)

BER <3CA
Constant Current

115 47

47

Max Discharge
Current

RAREER
Max Charge Current
BEFZMEER
Standard Charge/
Discharge Current

o B Y IR 1
Temperature Durability
Of Case

B IR 1
Operationg
Temperature

BHMEZEA)
Self-discharge Rate

EREhER
Weight

Bk
Impulse Current <10CA

120A(3CA)

20A(0.5CA)

=5000Times

(80%DOD)

(70%DOD)

<200°C

Charge

Discharge

Storage Humidity

FREE

<1% (H/Monthly)

1.6kg + 509

=7000Times

-45°C ~85°C

<75%RH
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Discharge characteristic curve of LYP type battary under differentambient temperature
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Charge characteristic curve of LYP type battery under normal temperture

10 20 30 40 50 60 70 80 90 100 110 120 130

7t 58 75 &= Charge Capacity (%)

Discharge Capacity (%)

v
s
ot

il

®im NLYPEE ith 595 B 45 14 i 42

Discharge characteristic curve of LYP type battery under normal temperature
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Storage characteristic curve of LYP type battery under normal temperature
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